
Cracked Beam Testing of Surface Treatments. Details: www.CortecMCI.com

Cycle Number

• Aminoalcohol

• MCI®-2020
   Amine Carboxylate

• Control
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Cortec’s Migrating Corrosion Inhibitors (MCI®) offer superior corro-
sion protection for new and existing structures.  Proven to penetrate 
to embedded reinforcement, MCI® can reduce corrosion rates as 
much as 80%.  This offers an economical solution to more expensive 
cathodic protection systems used for concrete.  For more informa-
tion, including testing and case histories, please visit our newly up-
dated website:   

Environmentally Safe VpCI®/MCI® Technologies
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